TpaHCMUCCUOHHOE Macno

MODERN ATF 0
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LUBRICANTS

OMNMUCAHUNE

MODERN ATF - yHuBepcasibHOe MoyCUHTETUYECKOE TPAHCMUCCUOHHOE Maco AN
NCMO/sIb30BaHMA B aBTOMaTUYECKMX KOPObKax nepenay KapbepHOU, CTPOUTENIbHOWN U
npoYen BHEAOPOXHOW TEXHMKU BEAYLLUMX MUPOBbLIX MPON3BOAUTENEN.

NPEUMYLLEECTBA

O O6nagaeT OTNYHLIMU HU3KOTEMMEPATYPHbBIMU XapaKTEPUCTUKaMM;
O O6ecneymBaeT N1aBHOCTb MNEPEKNOYEHMSA Nepeaad Ha NPOTSXXEHNN BCEro CPoKa
CNY>KObl.

NPUMEHEHNE

MODERN ATF pekomMeHAyeTCsa A1 UCMNOJ/Ib30BaHUA B KadecTBe paboyven XUOKOCTU B
aBTOMaTUYECKNX KOPOBKax nepenau.

TunoBble PUINKO-XUMUNYECKNE XapaKTEPUCTUKN*®

HAUMEHOBAHME NOKA3ATEJIA METO/Z, UCNbITAHUIA MODERN ATF
MnotHocTb nNpu 20 °C, kr/m3 ASTM D4052 827,6
BsskocTb knHemaTtmnyeckasn npu 100 °C, mm2?/c FOCT 33/ASTM D445 7,58
BaskocTb knHemaTmyeckas npu 40 °C, mm2/c FOCT 33/ASTM D445 31,01
MHOeKC BA3KOCTH FOCT 25371 229
BsiskocTb guHammyeckasn npu -40 °C, mla-c ASTM D2983 5925
TemnepaTypa BCMbILWKK B OTKPbITOM TUre, °C FOCT 4333 /ASTM D92 214
TemnepaTypa noTepun TekyyecTy, °C ASTM D5950 -65
BHewHuin BuA = MNpo3payHas
XXUAKOCTb

KpacHOro LBeTa

Cl'leLl,qu)l/lKa Lmun * NpuBeAEHHbIE Bbllle 3HaYeHNS ABNAITCA TUNOBbLIMU XapakTepucTukamm ans

TeKyllero ypoBHA MNPOW3BOACTBA W MOryT W3MEHSATbCA B npegenax

GM Dexron IIIH/IIG AONYCTUMbIX HOpPM. pon3BoauTeNb OCTaBaAeT 3a CO60WN NpaBO BHOCUTb
M3MEeHEeHMA B UHGopMaLmio.
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